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#% H HiChecking Date.

& Client :

iT# 5 Order No.:

;& Part No. :

PUSH FIT FITTINGS

7= & Product :

EH Tube :

3/4" Tee izt st E] Testing time: 2 hours

PEX

7t /R Testing medium: Water

3R ZM4: TESTING CONDITION

Condition 1:

Testing Qtys: 4pcs of 3/4" Tee
Testing Pressure: 3.5 Mpa
Water temperature: 24°C

Condition 1:
Testing Qtys: 4pcs of 3/4" Tee
Testing Pressure: 1.5 Mpa

Water temperature: 85°C

PURLE R TESTING RESULT

* No leakage

* No damage of fittings components
* No Tube slip out

WA TESTING PICTURES

_I

FEfALE PART DISPOSITION

Accepted 3% || conditional Approval i-#4%5% [ |Rejected it
JINYUAN SIGNATURE: CHEN TITLE: QC Engineer DATE:

2014.6.10

JY-QC-128




